
The DSC-TG test results for silver powders S1-S3 are illustrated in Figure S1. In Figure 4 
of the manuscript, the DSC curves of silver powders S1-S3 were placed in one figure, so the TG 
curves were omitted. 

 

 
Figure S1. DSC-TG curve of silver powders, (a) S1, (b) S2, (c) S3. 
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